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Manufacturer: CORE BASE PLATE LINE NO.1
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i MATERIAL DESCRIPTION CHEMICAL COMPOSITION % TENSILE TEST IMPACT TEST -7 o
B | BEF | kE || =8 (4 si|mMn| P | s |ait|ceqlPem| x | 3 | & | BE | 7% | B |YR|RA| (i [NOTCH EE= 10.0 mm *8| @ Wi = ikg
¥ % % | ruiex | wiore |enaru| & | mass g 2 |2 2303|322 E| vs | T8 | EL|4|"s § Znv % 5 =
NO| PLATE | HEAT = aty| (kg) | %[ cu|ns |z |Nb| v | 7| #e |Als] N M [ReH  Am|GL-L1 3| [ | g |MPACTENERGYJ [ 1 [ 2 [ 3 TAVE| ™8
NO. NO.  VAEIK FFENENERE T "2 MPz % 2| © [t [2[aJave|2 %
1=X10 2=X100 3=X1000 4-X10000 MIN '
5=X100000 MAX]
3/ 1118178100 | 432160 | 38.10| 3260| 12000( 1| 1170q L | 13 | 33 |148| & | 2 | 35| 42 |25 Te| 387 | 580 | 31 |71 TC| -40 |218|226/199| 214 N
18 | 36| 2 |26 | 2a |14 | 5 | 33| 34
P|13 |33 |150] 8 | 1 | 38| 43 | 2%
9 |38 2 [ 2925bis| 5 | O |31
Test Lot No; PAVETSA PFHTN3A
a{ 1118179100 | 432160 | 38 10| 3260| 12000 1| 1170d L | 13|33 |188] 8 | 2 | 35| 42| 23 TC| 371 | 539 | 29 | &8 TC| -40 |214|222|243| 226 N
18 | 36| 2 |26 |28 |1a)| 51333
Pl1z|33(150| 8 | 1 |38 | 43|25
19 |38 | 2 |27 | 25| 15| 5 | o | 53
Test Lot No| PA\iE'T?A PFETNGA
&  goop |2 d- o FRAB T ACCEPTABLE
UT, BEND TEST VISUAL AND DIMENSIONS
i Toml #FR PIECE(S)| #Fm KG
&
REMARKS
={SHTE S ANALYSIS: L-IBMFHLADLEANALYSES, P=fid: HHFPRODUCT ANALYSIS 2B AFLOCATION AND ORIENTATION: B=RERBOTIOM, T-4#T0P, C=MEAITRANS. L=AELONGL, Z=-HMIFATHROUGH-THICK.
T & *HREG.L= CAUGE LENGTH: SRR RECTANGULAR LI=S.65SQRT(S), L2=sOMMI2" ), L3=80MM. L4=200MM (8" ), L3=1135QRT(So) Le=roMM: BB A ROUND L7=50MM (2" ), L8=3D
NOTES “$HIEHYIELD RATIO SIS FREDUCTION OF AREA  “6E0§7 EBEESAMPLE THICKNESS  *7 THRDUGH THICKMESS CHARACTERISTIC
B3R CONDITION OF SUPPLY: N=TE XNORMALIZED, Q=FAQUENCHED, T«El X TEMPERED, A=IBXANNEALED, CR=EHM5HICONTROLLEDROLLED, TM=TMCP AR=Hi#3 #ASROLLED
Geg= C+Mn/6+ (CT+MosV) /5 (NisCu)/15 pv=C+N1/60451 /304 (Mn+CusCr)/20+Mo/15+ V/10+ 58 X=(10P+55b+4Sn+As)x100 J=@Mﬁﬁ1oooo
AR T ERERUETHLEARE, RESGAER, SIiEN. 7/7 gQwC.ﬁ"M’
WE HEREBY CERTIFY THAT MATERTAL DESCRIBED HEREIN HAS MANUFACTURED AND TESTED WITH SATISFACTORY RESULTS IN ACCORDANCE Vst
%3.5‘% WITH THE REQUIREMENTS OF THE ABOVE MATERIAL SFECIFICATION. }B%E fi1 ﬁx ”‘53&@
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